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Abstract— The purpose of this experimental investigation is to study the behavior of Concrete using Various 
fineness Fly ash. In this investigation was manufactured by usual ingredients such as cement, fine aggregate, coarse 
aggregate, water and mineral admixtures such as Fly ash at various replacement levels. The water binder ratio (w/b) 
adopted is 0.45. The concrete used in this investigation was proportioned to various target a mean strength of 
20MPa, 25MPa, 30MPa. Specimens such as cubes, were cast and tested for various mixes are cast with 0%, 12.5%, 
25%, and 37.5% replacement of various fineness Fly ash to study the mechanical properties such as compressive 
strength at different ages of concrete such as 7, 28,  and 90 days. The mix Design as per IS 10262-1982. 
Keywords: Fly ash, partial replacement, cement ,fine and coarse aggregate, water ,compressive strength.  

Introduction 

Concrete as is well known is a heterogeneous 
mix of cement, water and aggregates. The 
admixtures may be added in concrete in order 
to enhance some of the properties desired 
specially. It is widely recognized that 
proportioning and mixing of the constituents of 
concrete such as cement, sand and coarse 
aggregates and compaction are important 
steps in concrete making process. Quality 
control measures are expected to keep a check 
on the quality of concrete being produced. 
These include tests on wet concrete such as 
workability tests and tests on hardened concrete. 

         In its simplest form, concrete is a mixture 
of paste and aggregates. Various materials are 
added such as fly ash, admixture to obtain 
concrete of desired property. The character of 
the concrete is determined by quality of the 
paste. The key to achieving a strong, durable 
concrete rests in the careful proportioning, 
mixing and compacting of the ingredients. The 
detailed experimental investigation done to 
study the effect of partial replacement of 
cement with FA on cement. In this project I 
started proportion form 0% FA and mix 
together in concrete by replacement of cement, 
last proportion taken 37.5%FA.Numerous tests 
are performed on wet concrete such as 
workability tests such as compaction factor test 
and slump test. The tests on hardened concrete 

are destructive test while the destructive test 
includes compressive test on concrete cube for 
size (150 x 150 x 150) mm, as per IS: 516 – 1959, 
IS: 5816 – 1999 and IS: 516 – 1959 respectively. 
In actual practice, test on workability of wet 
concrete are carried out to ensure uniform 
quality concrete only. Strength is not a 
measurable at that stage with the available 
technology. Therefore the concrete samples are 
to be cured for 28 days in normal method to 
arrive at the compressive strength and for 
necessary follow up action. It is not only 
difficult to dismantle the suspected portion of 
concrete at such a stage but also expensive in 
terms of time and money. Predicting the 
strength at the manufacturing stage, however, 
is yet to receive due attention of engineers. 
Hence, any new approach that is capable of 
predicting reliably the compressive strength of 
hardened concrete based on the properties of 
the ingredients and the wet concrete will be 
helpful to practicing engineers. Besides, such 
tests could be performed with the same ease as 
the workability tests. 
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FA mix together in concrete to improve the 
workability of concrete. The work presented in 
this project reports an investigation on the 
behavior of concrete produced from blending 
cement with FA. The physical and chemical 
properties of FA and OPC were first 

investigated. Mixture proportioning was 
performed to produce high workability 
concrete (200- 240 mm slump) with strength of 
M20, M25, M30for the control mixture. The 
effect of FA on concrete properties was studied 
by means of the fresh properties of concrete 
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and the mechanical properties. i.e. 
Compressive strength. 
 Materials and Methods. 
The utilization of fly ash as cement 
replacement material in concrete or as additive 
in cement introduces many benefits from 
economical, technical and environmental 
points of view. Four set of mixture proportions 
were made. First was control mix ( without fly 
ash ). 
Fly Ash: Class F type Fly ash with various 
fineness obtained from Khaparkheda thermal 
power plant , conforming to IS 3812-Part 1-

2003 the physical and chemical properties are 
given in table. 
Cement: Ordinary Portland cement 53 grade 
with physical and Chemical properties as 
given in table has been used in this 
experimental study. 
Fine Aggregate: Locally available river sand 
(coarse sand) confirming to grading Zone III of 
IS:383-1970 was used in this experimental 
work. Its physical properties are dealt with in 
table. 
 

Table 1 Chemical Properties of  Fly Ash and Cement  : 

 
 

Test Conducted 
 

 
 

Cement 

 
 

Hopper 
No.1 

 

Hopper 
No.2 

 

Hopper 
No.3 

 

Requirements as per 
IS3812 (part 1)-2003 

 
Loss of ignition-% 0.61% 1.43 2.52 4.11 Max. 5.0 
Silicon Dioxide(SiO2)in 
percentage by mass 

20.78% 56.02 56.05 53.11 Min. 35 

Silicon 
Dioxide(SiO2)+Aluminium 
oxide(Al2O3)+Iron 
oxide(Fe2O3) in percentage 
by mass 

20.785 
+4.44% 
+2.88% 

88.89 88.76 85.20 SiO2+Fe2O3+Al2O3 
Min. 70% 

Magnesium Oxide (MgO) ---
% 

3.66% 0.55 0.19 0.54 5.0 Max. 

Total Sulpher as SO3 in 
percentage by mass 

2.75% Below 
0.1 

0.32 0.24 Max. 3.0 

Calcium oxide (CaO)-% 63.78% 1.53 0.995 0.29 ---------- 
 

Table 2 Physical Properties of Fly  Ash and Cement : 

Test Conducted 
 

Cement Hopper 
No.1 

Hopper 
No.2 

Hopper 
No.3 

Requirements as 
per IS3812 (part 

1)-2003 

 
Consistancy (%) 22 27.5 27.5 25.00 --------- 
Specific gravity 

(gm/cc)  
3.15 2.040 2.061 2.173 ---------  

Setting Time 
Initial (min) 
Final (min)  

 
120 
240 

 
250 
330  

 
245 
325  

 
240 
325  

---------  

Soundness Test (mm) 
By Autoclave 

expansion method 
(%)  

 
0.8 

-0.0516 -0.0502 -0.0312  Max.  0.8  

Fineness % by weight  45.55 24.45 2.70 Not more than 
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by sieving (% 
Retention on 45 

micron sieve-wet 
sieving  

------ 34  

Fineness ( Specific 
Surface)    ( Sq.m./kg) 

By Blains Air 
Permeability 

 
------- 

     
229 

     
320 

     
536 

 
Min 320 

Flow % ------ 15.0% 14.0% 12.0% ………. 
Compressive 

strength (Mpa) 
1) 7 Days 

2) 28 Days 
3) 90 Days  

 
34 
44 

 
19.00 
31.00 
46.00 

 
20.0 
34.0 
58.0 

 
31.50 
47.00 
67.00 

Not less than 
80% of cement 

at 28 days. 
(Min.33 ) 

 

Table 3Basic properties of Aggregates 

Property Fine Aggregate Coarse Aggregate 

Fineness Modulus 2.406 5.04 

Specific Gravity 2.61 2.67 

Water Absortion ---------- 7.2% 

 
Coarse Aggregate:Locally available stones 
confirming to grded aggregate of norminal 
size 10 mm as per IS 383-1970 Was used in this 
experimental work. Its physical properties are 
dealt with in table 3. 
 
Water: Potable water with pH value of 7.0 and 
confirming to IS 456-2000 was used for making 
concrete and curing the specimen as well. 
 
Testing Methodology:- 
The evaluation of fly ash for use as a 
supplementary cementations material (SCM),ie 
as a pozzalona ,begins with the concrete or 
mortar testing .The ordinary Portland cement ( 

OPC ) confirming IS 269 is replaced with the 
fly ash. The data from the fly ash concrete is 
compared with data from a “Control” concrete 
without fly ash. The water to cement ratio of 
each mixture therefore varies considerably as 
0.35 to 0.50 in concrete. The cube samples were 
cast on the mould of size (150 x 150 x 150)mm 
for each M20,M25 and M30 grade concrete 
with partial replacement of cement with fly 
ash as 00.00%. 12.5% ,25.00% and 37.50% with 
water cement ratio were also casted. After 
about 24 h the specimens were de-moulded 
and moist curing was continued till the 

Respective specimens were tested after 28 days 
for compressive strength. The mixture 
proportions are summarized in table 4A, 4B,4C 

in which the mixtures were designated 
according to the type and the amount of 
cementations materials included.  

 
 
 
 
 
Table 4 A: Quantities for M20 grade of concrete 
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SR.NO. CEMENT 
(Kg/m3) 

HOPPER 
NO. 

F.A. 
(%) 

FA 
(Kg/m3) 

CEMENT 
(Kg/m3) 

SAND 
(Kg/m3) 

AGG. 
(Kg/m3) 

WATER 
(litre) 

1 383  
1 

00.00 00.00 383.00 559.00 1213.00 186.71 
2 383 12.50 47.87 335.13 559.00 1213.00 186.71 
3 383 25.00 95.75 287.25 559.00 1213.00 186.71 
4 383 37.50 124.47 258.53 559.00 1213.00 186.71 
5 383  

2 
00.00 00.00 383.00 559.00 1213.00 186.71 

6 383 12.50 47.87 335.13 559.00 1213.00 186.71 
7 383 25.00 95.75 287.25 559.00 1213.00 186.71 
8 383 37.50 124.47 258.53 559.00 1213.00 186.71 
9 383  

3 
00.00 00.00 383.00 559.00 1213.00 186.71 

10 383 12.50 47.87 335.13 559.00 1213.00 186.71 
11 383 25.00 95.75 287.25 559.00 1213.00 186.71 
12 383 37.50 124.47 258.53 559.00 1213.00 186.71 

 
Table 4 B: Quantities for M25 grade of concrete 
 
SR.NO. CEMENT 

(Kg/m3) 
HOPPER 

NO. 
F.A. 
(%) 

FA 
(Kg/m3) 

CEMENT 
(Kg/m3) 

SAND 
(Kg/m3) 

AGG. 
(Kg/m3) 

WATER 
(litre) 

13 456  
1 

00.00 00.00 456.00 540.00 1171.00 186.877 
14 456 12.50 57.00 399.00 540.00 1171.00 186.877 
15 456 25.00 114.00 342.00 540.00 1171.00 186.877 
16 456 37.50 171.00 285.00 540.00 1171.00 186.877 
17 456  

2 
00.00 00.00 456.00 540.00 1171.00 186.877 

18 456 12.50 57.00 399.00 540.00 1171.00 186.877 
19 456 25.00 114.00 342.00 540.00 1171.00 186.877 
20 456 37.50 171.00 285.00 540.00 1171.00 186.877 
21 456  

3 
00.00 00.00 456.00 540.00 1171.00 186.877 

22 456 12.50 57.00 399.00 540.00 1171.00 186.877 
23 456 25.00 114.00 342.00 540.00 1171.00 186.877 
24 456 37.50 171.00 285.00 540.00 1171.00 186.877 

 
Table 4 C: Quantities for M30 grade of concrete 
 
SR.NO. CEMENT 

(Kg/m3) 
HOPPER 

NO. 
F.A. 
(%) 

FA 
(Kg/m3) 

CEMENT 
(Kg/m3) 

SAND 
(Kg/m3) 

AGG. 
(Kg/m3) 

WATER 
(litre) 

25 479  
1 

00.00 00.00 479.00 534.00 1132.00 186.80 
26 479 12.50 59.875 419.125 534.00 1132.00 186.80 
27 479 25.00 119.75 359.25 534.00 1132.00 186.80 
28 479 37.50 179.625 299.375 534.00 1132.00 186.80 
29 479  

2 
00.00 00.00 479.00 534.00 1132.00 186.80 

30 479 12.50 59.875 419.125 534.00 1132.00 186.80 
31 479 25.00 119.75 359.25 534.00 1132.00 186.80 
32 479 37.50 179.625 299.375 534.00 1132.00 186.80 
33 479  

3 
00.00 00.00 479.00 534.00 1132.00 186.80 

34 479 12.50 59.875 419.125 534.00 1132.00 186.80 
35 479 25.00 119.75 359.25 534.00 1132.00 186.80 
36 479 37.50 179.625 299.375 534.00 1132.00 186.80 

 
Compressive Strength:Compressive strength 
tests were performed on compression testing 

machine using cube samples as per IS 3812. 
Three samples per batch were tested with the 
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average strength values reported in this paper. 
The loading rate on the cube is 0.1 mm/min. 
The comparative studies were made on their 
characteristics for different concrete ratio of 

M20, M 25 and M30 with partial replacement 
of cement with fly ash as00.00%, 12.50%, 
25.00% and 37.5%. 

 
Table: Compressive Strength test on M20, M 25 and M30 Grade of concrete 

 
HOPPER 

NO. 
 

SR. 
NO. 

M20 SR. 
NO. 

M25 SR. 
NO. 

M30 
7 

DAY 
28 

DAY 
90 

DAY 
7 

DAY 
28 

DAY 
90 

DAY 
7 

DAY 
28 

DAY 
90 

DAY 
 

1 
1 20.15 27.71 28.30 13 21.63 35.85 36.89 25 31.11 41.78 43.26 
2 18.22 23.50 26.23 14 17.63 30.82 29.71 26 29.03 32.15 35.70 
3 17.92 24.67 28.89 15 17.92 31.41 33.63 27 27.70 34.97 40.59 
4 17.92 22.97 25.34 16 18.82 26.52 32.00 28 20.74 28.75 40.00 

 
2 

5 20.15 27.71 28.30 17 21.63 35.85 36.89 29 31.11 41.78 43.26 
6 18.50 24.60 27.56 18 21.56 32.60 35.71 30 29.50 35.70 37.49 
7 18.37 27.27 29.78 19 20.74 32.23 37.04 31 28.50 32.89 41.03 
8 17.77 25.34 26.52 20 18.87 29.04 31.41 32 21.70 29.19 41.04 

 
3 

9 20.15 27.71 28.30 21 21.63 35.85 36.89 33 31.11 41.78 43.26 
10 19.00 24.60 28.15 22 23.64 36.60 39.26 34 29.78 33.64 43.26 
11 19.11 28.30 31.56 23 21.48 33.56 38.07 35 29.78 36.89 42.97 
12 18.07 26.60 26.97 24 18.96 31.26 32.45 36 22.52 32.45 41.18 

 
Workability of concrete: This tests were 
performed by slump test, compacting factor 
test, flow test, Vee-Bee test etc but only used to 

slump test . As per IS 1199-1959. Each sample 
was tested with various per potion. Values 
reported in this paper.  

 
Table: Slump for M20,M25 and M30  grade of concrete. 

 
HOPPER  
NO. 

SR 
NO. 

M20 
SLUMP 
(mm) 

SR 
NO. 

M25 
SLUMP 
(mm) 

SR 
NO. 

M30 
SLUMP 
(mm) 

 
      1 

1 70 13 68 25 55 
2 67 14 60 26 53 
3 64 15 61 27 45 
4 55 16 56 28 43 

 
     2 

5 70 17 68 29 55 
6 50 18 66 30 49 
7 30 19 62 31 50 
8 30 20 60 32 45 

 
     3 

9 70 21 70 33 55 
10 80 22 68 34 50 
11 70 23 65 35 49 
12 39 24 56 36 47 

 
RESULTS AND DISCUSSION:  
All the 36 mixtures were tested for their 
corresponding properties and their results 
were shown in tables. Adequate strength 
developments were found in concrete made of 
the mixed cement and various fineness of fly 

ash as cement replacement for 00.00%, 12.50% 
,25.00% and 37.50%  in concrete. 
CONCLUSIONS: 
Extensive experimentation has been carried 
out to determine the effect of addition of 
different percentages and different fineness of 
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fly ash as cement replacements on workability 
characteristics of concrete. Based on the above 
experimental and analytical analysis the 
following conclusions can be drawn. 

1. The incorporation of fly ash as cement 
replacement material up to 37.50% 
resulted in a reduction of density of 
concrete. 

2. The replacement of cement with fly 
ash   then the increasing the 
percentage of fly ash then degree of 
workability is decrease. 

3. Based on the resulted obtained , it can 
be concluded that the replacement of 
fly ash is affected by main factors also 
fineness of fly ash  

4. The very fine material then its 
compressive strength is high. 

5. In this investigation hopper no 3 is 
very fine as compared to hopper no.1 
and hopper 2. 

6. Also the compressive strength is also 
high hopper no.3 as compared to 
hopper no.1 and hopper no.2. 

7. Generally fly ash cost is zero then 
replacement concrete is economical 
concrete. 

8. When fly ash is added in concrete , it  
not only improves long age strength 
of concrete but also makes the 
concrete very cohesive and there is 
overall saving of Portland cement. 

9. The utilization of fly ash then to 
provide safeguard of environment. 

 
SUMMARY:The paper has provided the 
comprehensive review of the various analyses 
of the paper on fly ash and fly ash concrete to 
investigate the concrete works and various 
methology of concrete and various testing also 
done by IS codes  
 
 
 
               REFERENCES: 
 

1. C Freeda Christy  and D Tensing 
“Effect of Class-F fly ash as partial 
replacement with cement and fine 
aggregate in mortar”. School of civil 
Engg., karunya university, 
Coimbatore 641 114 India 
 

2. Ozlem Celik ,Erdem Damc and 
Sabriye Piskin “Characterization of fly 
ash and it effects on the compressive 
strength properties of Portland 
cement.”Department of civil Engg , 
Istanbul university, Istanbul, Turkey. 

 
3. Prinya chindaparasir, Chai 

Jaturapitakkal, Threrawat sinsiri 
“Effect of fly ash fineness on 
compressive strength and pore size of 
blended cement paste”. Department of 
Civil Engineering, Khon Kaen 
University, Khon Kaen 40002, 
Thailand 

 
4. Li Yijin, Zhou Shiqiong, Yin Jian, and 

Gao Yingli “THE EFFECT OF FLY 
ASH   ON   THE FLUIDITY OF 
CEMENT PASTE, MORTAR, AND 
CONCRETE” Central South 
University, PRC 

 
5. M. R. Karim, M. F. M. Zain, M. Jamil, 

F. C. Lai and M. N. Islam “Strength 
development of mortar and concrete 
containing fly ash. Department of 
Civil and Structural Engineering,  
Universiti Kebangsaan Malaysia, 
Malaysia. 
 

6. Borsoi, S. Collepardi, L. Coppola, R. 
Troli and M. Collepardi  “Strength 
and Durability of Concretes with Slag-
Fly Ash- Portland Cement” Professor 
of civil Engineering University of 
Warwick 

 
 
 
 
7.Nusret Bozkurt and Salih Yazicioglu. “ 
Strength and capillary water absorption of 
lightweight concrete under different curing 

conditions”. Department of Construction 
Eduction, Firat university, Elazig 23119, 
Turkey.  



International Journal of Scientific & Engineering Research Volume 4, Issue 1, January-2013                      7 
ISSN 2229-5518 
 

IJSER © 2013 
http://www.ijser.org7 

 

 
8.Cengiz Duran Atis. “Abrasion-Porosity-
Strength Model for Fly Ash Concrete” 
Lecturer, Politehnica University of Timisoara, 
Romania. 
 
9.Doug Cross, Jerry Stephens and Jason 
Vollmer “Structural Applications of 100 
percent Fly ash Concrete ” Montana State 
University , Department of civil Engg,205 
cobliegh Hall 

 
10.N. Bouzoubaâ , M. H. Zhang1, and V. M. 
Malhotra   “MECHANICAL PROPERTIES 
AND DURABILITY OF CONCRETE MADE 
WITH HIGH-VOLUME FLY ASH BLENDED 
CEMENTS USING A COARSE FLY ASH’’ 
International Centre for Sustainable 
Development of Cement and Concrete (ICON) 
CANMET/Natural resources Canada 

 
11.T.P.SINGH “FIELD PERFORMANCE OF 
HIGH VOLUME FLY ASH CONCRETE” 
Associate Member, ASCE 
 
12. P.Kumar Mehta “HIGH-PERFORMANCE, 
HIGH-VOLUME FLY ASH CONCRETE FOR 
SUSTAINABLE DEVELOPMENT ’’ University 
of California, Berkeley, USA 
 
13. Rafat SIDDIQUE “Wear Resistance of 
High-Volume Fly Ash Concrete” Department 
of Civil EngineeringThapar University, Patiala 
(Punjab) 147 004, India. 

 
14.N R D Murthy, Dr D Rama Seshu, Dr M V S 
Rao. “Constitutive Behaviour of Fly ash 
Concretes with steel Fibers in ordinary 
Grades.”  

 
15.Cengiz Duran Atis, Okan Karahan.’’ 
Properties of steel fiber reinforced fly ash 
concrete” Erciyes University, Engineering 
Faculty, Department of Civil Engineering, 
Kayseri, Turkey 

 
16.P Murthi. “Studies on the relationship 
between compressive strength and splitting 
Tensile Strength of Blended concrete ’’ 

 
16.Anil Banchhor, S. Krishnan. “Advantages of 
using Fly Ash in ConcretePPC or site mixing of 
OPC and fly ash site. ’’ The Associated Cement 
Companies Limited, Cement House, 121, M. K. 
Road, Mumbai, 100 020 
 
17.Mehta PK. Concrete: structure, properties, 
and materials. Englewood, New Jersey: 
Prentice- Hall Inc.; 1986, ISBN 0-13-167115-4 
01. 
 
18.Portland - Pozzolana Cement Specification. 
IS 1489(Part 1)-1991, Bureau of Indian 
Standards, New Delhi. 
 
19.Specification for Coarse and Fine 
Aggregates from Natural Sources for Concrete. 
IS 383-1970 Bureau of Indian Standards, New 
Delhi 

 
20.Code of Practice for Plain and Reinforced 
Concrete. IS 456-2000, Bureau of Indian 
Standards, New Delhi. 
 
21.Recommended Guidelines for Concrete Mix 
Design. IS 10262-1982, Bureau of Indian 
Standards, New Delhi. 
 
22.Methods of Sampling and Analysis of 
Concrete. IS 1199-1959, Bureau of Indian 
Standards, New Delhi 
 
23.Methods of Tests for Strength of Concrete. 
IS 516-1959, Bureau of Indian Standards, New 
Delhi 
 
24.M.L.Gambhir,Text book on,”concrete 
Technology” by Tata-mcGraw-Hill 
publication. 

ACKNOWLEDGMENT: THE AUTHOR WISHES TO EXPRESS HER SINCERE THANKS TO THE GUIDE PROF V. G. 
MESHRAM SIR  OF THE CIVIL ENGINEERING DEPARTMENT, FOR HIS KIND SUPPORT & VALUABLE GUIDANCE.  


